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Speed Post
#. /No. JD/DIL/5688/Chem-137F/2022/Gujarat Date: 30.4.2022
gar 7/ To,
M/s. Duroply Industries Limited.,
Rajkot Gondal Highway,
P.O. Shapar District,
Rajkot,
Gujarat — 360026
frr wEq,
Dear Sir/Madam,
Sub: Test Report for MDF Board

Ref: Your email dated 12.01.2022)
(Samples received on 14.01.2022 )

FAT IR T F WL A
Please refer to the above email.

witerer frate wer #1

Test Report is enclosed.

ey,
faithtully,

WerT®: w/® ' 4 /Joint Director
Encl.: a/a WITATT CET3EE SET HEUTA 3R AR HENA
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Test Report
TC659518000000137F

€. /No. JD/DIL/5688/Chem-137F/2022/Gujarat Date: 30.04.2022

Ref: Your email dated 12.01.2022
(Samples received on 14.01.2022)

Sample Size & Code (as declared by client): 1840 x 920 x 12mm

One sample of Plywood (BWP Grade) received from M/s. Duroply Industries Limited., Rajkot Gondal
Highway, P.O. Shapar District, Rajkot, Gujarat — 360026, was tested for formaldehyde emission by the
Chamber method as per EN717 (1).

Test Results

a. Type of the Chamber : Small Chamber 1 m?,
b. Name of the manufacturer : M/s. Duroply Industries Limited
c. Date of sample received ©14.01.2022
d. Date of test starting . 20.03.2022
e. Date of ending test ©11.04.2022
f.  Test condition & Analytical Procedure

1. Moisture content : 351%

2. Thickness of the sample ;o 12.21mm

3. Density : 836.29 kg/m?

4. Temperature : 23+0.5°C

5. Relative Humidity D 45+3%

6. Sample exchange o120 It/hr.

7. Sample collection : After 3hours
¢. Emission value on day 1 (First day) : 0.0947 mg/m?
h. Steady state emission Value : 0.0338 mg/m’
i. Days required ;23 days
j-  Ei Emission class as per EN 717-1 : <0.124mg/ m?

The steady state emission value is 0.0338 mg/m* after 23 days of test duration which is less than 0.124 mg/m?
prescribed for E; emission class. The steady state emission value tested as per EN-717-1/1SO:12460 meets
the requirement of E, emission class prescribed in EN 13986:2004(E).

Note: The Test Report is relevant to the sample received for testing.

B Gorkar=/loint Director
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